CAMECO AUSTRALIA PTY LTD Confidential KR_EL5890_Diamond_Reling

Number of | Kimberlitic Mineral Count
Sample AMG E AMG N Type EL Year | Chromites | Chromites | almandine amphibole anatase andalusite apatite gold barite  cassiterite clinopyroxene corundum
5438 320300 8666835 gravel 5890 1996 0 0 2 2 0 0 0 0 0 0 0 3
5442 327926 8665495 gravel 5890 1996 0 0 3 4 2 0 0 0 0 0 4 2
5446 323840 8668755 gravel 5890 1996 0 0 3 3 1 0 0 0 0 1 0 3

Mineral Count

Sample | epidote gorceixite hematite ilmenite kyanite leucoxene limonite magnetite monazite rutile  sillimanite sphene spinel staurolite topaz tourmaline xenotime zircon
5438 5 0 0 6 0 4 6 0 3 3 0 0 0 0 0 5 0 2
5442 2 0 0 7 0 2 2 0 3 2 0 3 0 0 0 2 0 2
5446 4 0 0 7 1 3 5 0 3 3 0 0 0 1 0 3 0 3
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