
TANAMI GOLD NL ABBOTTS BORE
2001 PARTIAL RELINQUISHMENT EL 8514

Sample Au ppb Au ppb Au ppb As Bi % % % Regolith Lithology Tenement Date Geologist
Number Easting Northing From To Ave rpt1 ppm ppm Qtz Piso Rock Number

1001 590400 7712600 0.5 0.6 1 2 0 15 0 5 90 5 LAG PISO EL8514 11/11/1999 TEM
1002 590400 7712200 0.9 1 1 1 0 5 0 5 90 5 LAG PISO/SND EL8514 11/11/1999 TEM
1003 590400 7711800 0.8 0.9 0 0 0 5 0 20 80 0 LAG PISO/SND EL8514 11/11/1999 TEM
1004 590400 7711400 0.8 0.9 2 2 2 20 1 10 90 0 LAG PISO EL8514 11/11/1999 TEM
1005 590400 7711000 0.9 1 0 0 0 10 0 20 80 0 AEO/LAG SND/PISO EL8514 11/11/1999 TEM
1006 590400 7710600 0.5 0.6 0 0 0 10 0 20 80 0 LAG PISO EL8514 11/11/1999 TEM
1007 590400 7710200 0.9 1 1 1 0 5 0 95 5 0 AEO SND EL8514 11/11/1999 TEM
1008 625000 7698200 0.8 0.9 1 1 0 10 0 50 50 0 AEO SND/PISO EL8514 12/11/1999 TEM
1020 610000 7701800 0.5 0.6 1 1 0 20 0 5 95 0 LAG PISO EL8514 13/11/1999 TEM
1021 610000 7702200 0.5 0.6 1 1 0 25 1 10 90 0 LAG PISO/GRV EL8514 13/11/1999 TEM
1022 610000 7702600 0.7 0.7 0 0 0 15 0 0 100 0 LAG PISO EL8514 13/11/1999 TEM
1023 610000 7703000 0.4 0.5 1 1 0 10 0 0 100 0 LAG PISO EL8514 13/11/1999 TEM
1024 610000 7703400 0.7 0.8 0 0 0 10 0 10 90 0 AEO/LAG PISO/GRV EL8514 13/11/1999 TEM
1025 605000 7706600 1 1.1 1 1 0 15 0 10 90 0 AEO/LAG PISO/GRV EL8514 13/11/1999 TEM
1026 595000 7709600 0.8 0.9 1 1 0 20 0 5 95 0 AEO/LAG PISO EL8514 13/11/1999 TEM
1027 595000 7710400 0.2 0.3 1 1 0 25 0 0 100 0 LAG PISO EL8514 13/11/1999 TEM

Depth (m)AMG(84) Zone 52
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