TANAMI GOLD NL RAB DRILLING ABBOTTS BORE

2001 PARTIAL RELINQUISHMENT ASSAY LOGS EL 8514

Hole Sample Depth (m) Au ppb Au ppb Au ppb As Bi Ca Co Cu Fe Mg Mn Ni Pb Sn w Zn
Number Number From To Ave rptl ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm
RAB3751 B03123 2 6 0 0 10 2.8 442 19 114 27.22 866 869 57 81 8.5 8.4 34
RAB3751 B03124 6 10 0 0 0 2.55 1665 26.4 168 20.41 4272 285 176 50 8.1 15.6 86
RAB3751 B03125 10 15 1 1 0 1.93 8806 95.2 158 10.16 18331 1259 405 50 7.6 8.7 168
RAB3751 B03126 15 20 0 0 0 1.42 12897 466.5 99 10.13 29645 3788 636 44 5.6 15.1 231
RAB3751 B03127 20 25 2 2 0 0.56 31164 185.5 54 8.01 52205 2772 428 12 7.8 22.6 195
RAB3751 B03128 25 30 0 0 0 0.84 45314 94.5 68 8.18 86771 1204 344 11 6 14.1 161
RAB3751 B03129 30 35 0 0 0 0.65 50903 87 56 7.75 87934 1193 314 15 51 11.6 102
RAB3751 B03130 35 40 0 0 0 0.83 53901 107 43 7.06 78839 1561 244 15 5.2 10 93
RAB3751 B03131 40 45 0 0 0 1.22 46818 63.5 27 5.19 64077 1472 151 33 4.9 154 70
RAB3751 B03132 45 50 2 2 5 0.75 68685 55.7 34 6.14 87674 1197 176 23 4.9 12 69
RAB3751 B03133 50 55 0 0 0 0.74 72176 56.7 50 7.95 87387 1213 181 14 5.5 12.8 73
RAB3751 B03134 55 60 0 0 0 1.28 55313 47.9 91 11.39 61609 859 190 20 5.3 12.1 77
RAB3751 B03135 60 65 0 0 0 2.26 32275 40.9 131 15.21 39253 646 188 30 7.2 13.3 84
RAB3751 B03136 65 67 0 0 6 2.06 20125 34.6 138 15.78 27150 527 180 34 7.5 12.5 90
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