EL

Work Done

No. Samples

Assay Results Pima

EL 2858
EL 2858
EL 5892
EL 5892

Sandstone Sampling
Sandstone Sampling
Sandstone Sampling

Sandstone Sampling

3 Rock Chip
1 WAL
74 Rock Chip
5 WAL

pending Kaolinite+/-Dickite
pending -

pending lllite_Muscovite or Dickite
pending -



