TANAMI GOLD NL
2003 ANNUAL REPORT

Sample AMG(84) Zone 53

Number Easting Northing
GG4783 491095 7405919
GG4784 493357 7406379
GG4785 489920 7405246
GG4786 490049 7405101

APPENDIX 9 - BHP Heavy Mineral Samples.xls

BHP Billiton / Teck Cominco
HEAVY MINERAL SAMPLES

Description Float Material

Cobble bed and boulder bar Felsic gneiss, amph, pegm, magnetite
Rock bar Gneiss, amph, pegm magnetite
Boulder bed, outside bend of creek Felsic schist, pegm, amph
Boulder bed. Braided stream Pegm, qgtzite, felsic gneiss
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