
TANAMI GOLD NL COMPOSITE ROCKCHIPS MT CHAPMAN
2003 ANNUAL REPORT EL 10302

Sample Au Au Au Ag As Bi Cd Ce Co Cu Eu Gd Ir La Mo Nd Ni P
Number Easting Northing ppb ppb ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm ppm ppm ppm ppm

B/ETA B/MS B/AAS B/MS B/MS B/MS B/MS AT/MS B/MS B/OES AT/MS AT/MS B/MS AT/MS B/MS AT/MS B/OES AT/OES
1 1 0.01 0.005 0.5 0.01 0.05 0.01 0.1 1 0.01 0.01 5 0.01 0.1 0.01 1 20

HRCRC0136 478460 7410470 X X X 1.9 X 0.4
HRCRC0336 478600 7410600 X 0.01 1.2 0.08 X 3.84 4.2 3 0.1 0.3 X 2.26 1 1.42 3 178
HRCRC0337 478420 7411050 2 0.007 X 0.09 X 2.3 6 X 0.2 8
HRCRC0338 478440 7412000 6407 6.48 0.169 2.2 10.67 0.07 12.74 6.7 3 0.51 1.43 X 7.34 0.4 5.28 15 74
HRCRC0339 478440 7412000 1050 1.57 0.073 2.9 4.28 X 14.3 3 X 0.5 14
HRCRC0340 480460 7412080 140 88 0.012 1 0.24 X 7.8 52 X 0.3 9
HRCRC0341 480460 7412080 15 0.016 0.7 0.16 X 12.9 197 X 0.5 3
HRCRC0342 479670 7412010 12 0.016 X 0.8 X 12.9 98 X 0.2 5

Sample Pb Pd Pr Pt Rh Ru Sb Sm Ta Ta U U W W Y Zn Veining Prospect Date Geologist
Number ppm ppb ppm ppb ppb ppb ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

B/MS B/MS AT/MS B/MS B/MS B/MS B/MS AT/MS AT/MS B/MS AT/MS B/MS AT/MS B/MS AT/MS B/OES
1 10 0.005 5 10 10 0.02 0.01 0.01 0.01 0.01 0.01 0.1 0.05 0.05 1

HRCRC0136 3 X X X X ep_gar_qt rock Claraville 15/Nov/2001 QD
HRCRC0336 1 X 0.4 X X X 0.02 0.27 0.1 X 2.78 2.2 44.7 6.85 2.06 38 carbonate cap Claraville 15/Nov/2001 QD
HRCRC0337 2 X X X X 0.02 X 0.27 0.34 3 pegmatite Claraville 15/Nov/2001 QD
HRCRC0338 3 X 1.387 X X X 0.03 1.21 0.05 X 0.81 0.68 2.1 1.11 8.98 15 qt-carbonate vein Claraville 15/Nov/2001 QD
HRCRC0339 2 X X X X 0.02 X 0.5 0.41 3 qt-py vein Claraville 15/Nov/2001 QD
HRCRC0340 4 X X X X 0.09 X 0.84 0.36 17 amph+qv Claraville 15/Nov/2001 QD
HRCRC0341 2 X X X X 0.04 X 1.44 0.45 3 amph+qv Claraville 15/Nov/2001 QD
HRCRC0342 2 X X X X 0.09 X 1.54 0.12 46 amph Claraville 15/Nov/2001 QD

AMG(84) Zone 53
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