TANAMI GOLD NL
2003 ANNUAL REPORT

Sample AMG(84) Zone 53 Au Au Au
Number Easting Northing ppb ppb ppm
B/ETA B/ETA B/AAS
1 1 0.01
5070 478460 7410470 7
5071 478600 7410600 53000 52.6
5072 478420 7411050 201
5073 478440 7412000 840 0.85
5074 478440 7412000 103 122
5075 480460 7412080 4970 6.3
5076 480460 7412080 11 8
5077 479670 7412010 500 0.4
5078 479250 7411550 8700 21.2
5079 479250 7411580 10 8
5080 479320 7411470 550 0.58
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