Sample
Number

331928
331926
331924
331922

TANAMI GOLD NL

2003 FINAL REPORT

AMG(84) Zone 52

Easting

659970
659970
659900
660030

Northing

7632690
7631860
7631130
7630360

APPENDIX 2 - Pisolite Sampling.xls

Sample
Interval

0.5-1.5
0.5-2
1-2
0-2.5

ppb

o, P+ O

Cu
ppm

12
16

PISOLITE SAMPLING

Pb
ppm

27
20
21
24

As
ppm

13
15
12
16

Ni
ppm

13
15

Fe
%

13.71
13.13
11.65
11.98

YUENDUMU JV
EL 8306 - SAXBY

Description

pisolites
pisolites
pisolites
pisolites

Hole
Number

255
254
253
253
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