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Goomadeer EL2585 Outcrop Samples - PIMA Analysis: Minspec
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GD02C10001 |GD02C1A0001 44.76 81.68 18.32
GD02B10001 |GD02B1A0001 8.10 72.88 27.12
GD02B10002 |GD02B1A0002 25.43 79.05 20.95
GD03C10208 |GD03C1A0208 10.80 100.00
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