EL3346

Cameco Australia Pty Ltd

Outcrop Sample Geochemistry

Element Ag Al203 As Au B Ba Be Bi CaO Ce Co Cu Dy Er Eu Fe203 Gd Ho K20 La Li LOI
Units ppm ppm ppm ppb ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm %
Detection 0.05) 100 0.5 1 20 2 0.1 0.02 20 0.01 0.05) 1 0.01] 0.01 0.01] 50 0.01] 0.01 100 0.01 1] 0.1
Sample Number AGD 66 Zone 53 EL Name Chemistry [Method G400M G400! G400M FAPMM G1401 G400! G400M G400M G400I G400M G400M G400! G400M G400M G400M G400! G400M G400M G400I G400M G400I C110
P Utme | Utmn Batch Precision PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% JPREC+10% JPREC+10% |PREC+10% JPREC+10% JPREC+10% |PREC+10% |PREC+10% |[PREC+10% |JPREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10%
MJ02C10010 371912] 8672205[EL 3346 EL01586 0.025 152500 1] 4] 10 596 3.8 0.08 19700 101 2.75 0.5 4.9 2.28 0.88 21900 6.85) 0.75 60700 49.2 58| 0.6|
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Lu MgO MnO Mo Na20 Nb Nd Ni P205 PbTot Pb204 Pb206 Pb207 Pb208 Pd Pr Pt Rb s Se Sio2 Sm Sr
ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm ppb ppm ppm ppm per ppm ppm
0.01] 20 2 0.05 100 0.02 0.02 0.2 50 0.2 0.2 0.2 0.2 0.2 05 0.01 05 0.01 20 2 0.1 0.01 0.05
Sample Number J—ACD 66 Zone 53 L Name | Chemistry [Ga00M G4001 G4001 G400M G400] G400M G400M G400M G4001 G400M G400M G400M G400M G400M FAPMM __|G400M FAPMM __|G400M G4001 G400M Calc G400M G400M
Utme | Utmn Batch PREC+10% JPREC+10% |PREC+10% |PREC+10% JPREC+10% |PREC+10% JPREC+10% JPREC+10% JPREC+10% |JPREC+10% |PREC+10% JPREC+10% |PREC+10% JPREC+10% |PREC+10% JPREC+10% |PREC+10% |[PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10% |PREC+10%
MJ02C10010 371912| 8672205|EL 3346 ELO01586 0.25 3760 448| 0.025| 33300 11.5 49.5] 1.2] 850 51.745] 0.764] 12.01 11.921 27.043] 0.25 12| 0.25 284 10 1 69.8222 9.64 272
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Tb Th Tio2 Tm U v Y Zn zr Pb204_G950] Pb206_G950] Pb207_Gos0| Ph208_G950| PbTOT Goso| u_caso
ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppb ppb ppb ppb ppb
0.01] 0.01 20 0.01 0.01 2 0.01] 2 0.1 0.1 0.1 0.1 0.1 0.1 0.01
Samole Number J_ACD 66 Zone 53 ELName | Chemistry [G400M G400M G400 G400M G400M G4001 G400M G4001 G400M G950 G950 G950 G950 G950 G950
P Utme | Utmn Batch PREC+10% |PREC+10% |PREC+10% JPREC+10% |PREC+10% |PREC+10% JPREC+10% JPREC+10% |PREC+10% JPREC+10% JPREC+10% |PREC+10% |PREC+10% |PREC+10% [|PREC%10%
MJ02C 10010 371912 8672205|EL 3346 ELO1586 0.85 30.9 2620 0.2 55 ¥ 195 56 T40) 20.9 720 356| TI80) 2310 2420
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