
EL 10216 Solitare 2003AC
Drillhole Sample From ToType Pb_ppm Zn_ppmAg_ppm Pd_ppbPt_ppb Cu_ppmAs_ppmAu_ppb

SLA047 A18121 22 23 1 -1 -1-1 -1-1 -1 -1AC

SLA047 A18122 23 24 1 -1 -1-1 -1-1 -1 -1AC

SLA047 A18123 24 25 3 -1 -1-1 -1-1 -1 -1AC

SLA047 A18124 25 26 4 -1 -1-1 -1-1 -1 -1AC

SLA047 A18125 26 27 4 -1 -1-1 -1-1 -1 -1AC

SLA047 A18126 27 28 4 -1 -1-1 -1-1 -1 -1AC

SLA047 A18127 28 29 5 -1 -1-1 -1-1 -1 -1AC

SLA047 A18128 29 30 6 -1 -1-1 -1-1 -1 -1AC

SLA047 A18129 30 31 3 -1 -1-1 -1-1 -1 -1AC

SLA047 A18130 31 32 7 -1 -1-1 -1-1 -1 -1AC

SLA047 A18131 32 33 3 -1 -1-1 -1-1 -1 -1AC

SLA047 A18132 33 34 2 -1 -1-1 -1-1 -1 -1AC

SLA054 A18133 19 20 2 -1 -1-1 -1-1 -1 -1AC

SLA054 A18134 20 21 1 -1 -1-1 -1-1 -1 -1AC

SLA054 A18135 21 22 0 -1 -1-1 -1-1 -1 -1AC

SLA054 A18136 22 23 6 -1 -1-1 -1-1 -1 -1AC

SLA054 A18137 23 24 2 -1 -1-1 -1-1 -1 -1AC

SLA054 A18138 24 25 3 -1 -1-1 -1-1 -1 -1AC

SLA054 A18139 25 26 6 -1 -1-1 -1-1 -1 -1AC

SLA054 A18140 26 27 18 -1 -1-1 -1-1 -1 -1AC

SLA054 A18141 27 28 2 -1 -1-1 -1-1 -1 -1AC

SLA054 A18142 28 29 1 -1 -1-1 -1-1 -1 -1AC

SLA054 A18143 29 30 0 -1 -1-1 -1-1 -1 -1AC

SLA054 A18144 30 31 0 -1 -1-1 -1-1 -1 -1AC

24 18 -1 -1-1 -1-1 -1 -1Maximums
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