Det. Limits 1 5 1 2 2 1] 1 1 1 1 1
ORIGINAL Cu ppm Pb ppm Zn ppm Ni ppm Co ppm Ag ppm Au ppb Au(R1) ppb  Au(R2) ppb  Au Avg. ppb| DUPLICATE Cu ppm Pi
550020 18 10 50 23 4 L 1 1 550021 19
550038 7 1 24 12 2 L 1 1 550039 8
550056 12 7 31 14 2 L 1 1 1 550057 11
550077 13 9 26 15 4 L 2 2 550078 12
550094 13 9 29 11 3 L 2 2 550095 14
550120 7 1 39 5 5 L 2 1 2 550121 8
550137 9 5 22 15 10 L 1 1 550138 9
Elkedra Phase 1 2005 - 80# mesh sample for Elkedra Phase 1 2005 - 80# mesh sample for
Cu (ppm) - detection limit 1ppm Pb (ppm) - detection limit 5ppm
20 15
T 15 1 _
& § 10 .
8 g . .
T 10 - =
5 ) *
° 6
< 2 97 L 4
Z 51 ]
0 0
0 5 10 15 20 0 5 1‘0 15
NAL Duplicate (Cu ppm) NAL Duplicate (Pb ppm)
#Pb (ppm)
Elkedra Phase 1 2005 - 80# mesh sample for Elkedra Phase 1 2005 - 80# mesh sample for
Ni (ppm) - detection limit 2ppm Co (ppm) - detection limit 2ppm
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