Cameco Australia Pty Ltd
EL22784 & 22785: TSA

Sample Number TSA_Minerall TSA_Weightl |TSA_Mineral2 [TSA_Weight2 |TSA_A_SNR

MD080001 Halloysite 1 NULL NULL 1139.69
MD080002 lllite 1 NULL NULL 1033.25
MD080003 Aspectral NULL NULL NULL 1198.9
MD080004 Aspectral NULL NULL NULL 1005.34
MDO080005 lllite 1 NULL NULL 871.33
MD080006 lllite 1 NULL NULL 1337.7
MDO080007 Dickite 0.55 Halloysite 0.45 836.75
MD080403 lllite 1 NULL NULL 1269.67
MD080404 lllite 1 NULL NULL 838.46
MD080501 lllite 1 NULL NULL 1030.49
MD080502 Aspectral NULL NULL NULL 824.21
MD080503 Opal 1 NULL NULL 769.25
MD080504 lllite 1 NULL NULL 1099.98
MD080505 lllite 1 NULL NULL 1071.9
MD083001 lllite 1 NULL NULL 1059.8




