
Sample Number TSA_Mineral1 TSA_Weight1 TSA_Mineral2 TSA_Weight2 TSA_Error TSA_A_SNR

C010801 Aspectral 1 NULL NULL 5000 5000

C010803 Kaolinite 1 NULL NULL 197.32 197.32

C010805 Kaolinite 1 NULL NULL 444.5 444.5

C010806 Kaolinite 1 NULL NULL 176.98 176.98

C010807 Opal 1 NULL NULL 257.16 257.16

C010808 Halloysite 1 NULL NULL 936.75 936.75

C010816 Aspectral NULL NULL NULL 5000 5000

C010818 Muscovite 1 NULL NULL 622.8 622.8

C010819 Aspectral NULL NULL NULL 5000 5000

C010820 Halloysite 1 NULL NULL 1360.06 1360.06

C010821 Halloysite 1 NULL NULL 878.17 878.17

C010822 Kaolinite 1 NULL NULL 342.49 342.49

C010824 Halloysite 1 NULL NULL 936.99 936.99

C010827 Kaolinite 1 NULL NULL 249.22 249.22

C010828 Illite 0.645 MgChlorite 0.355 119.29 119.29

C010830 Halloysite 1 NULL NULL 517.96 517.96

C010831 Illite 1 NULL NULL 239.69 239.69

C010836 Kaolinite 1 NULL NULL 245.18 245.18

C010837 Kaolinite 1 NULL NULL 237.7 237.7
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