Mamadawerre Project (EL 24992) - Outcrop Sample TSA Minerals (2009)

|Sample Number TSA_Minerald TSA Weight1l TSA Mineral2 TSA Weight2 TSA_Error TSA A SNR|
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5000
197.32
4445
176.98
257.16
936.75
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5000

1360.06

878.17
342.49
936.99
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245.18
237.7
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