
Amadeus Basin Samples April-June 2010
TOTAL by ICP-MS

Drill Hole Number Lab Sample Number From To Description Ag_ppm Be_ppm Bi_ppm Cd_ppm Co_ppm Cs_ppm Cu_ppm Dy_ppm Er_ppm Eu_ppm Ga_ppm Gd_ppm Hf_ppm Ho_ppm Mo_ppm Nb_ppm Nd_ppm Ni_ppm Pb204_ppm Pb206_ppm Pb207_ppm Pb208_ppm Pb_ppm Pr_ppm Rb_ppm Sc_ppm Sm_ppm Sn_ppm Ta_ppm Tb_ppm Th_ppm U_ppm V_ppm W_ppm Y_ppm Yb_ppm Zn_ppm B_ppm Al2O3_per Ba_ppm CaO_per Ce_ppm Cr_ppm Fe2O3_per K2O_per La_ppm Li_ppm MgO_per MnO_per Na2O_per P2O5_per Sr_ppm TiO2_per Zr_ppm
H20 27808 58.5 Oxidized Facies (Transition) Lithic Arenite 0.11 1 <0.1 <0.1 4.4 1.7 1.4 3 1.52 1.22 10.4 5.4 3 0.57 0.14 5.7 34.6 9 0.149 2.91 2.33 6.02 11.4 10.3 96.8 6.6 6.5 1.9 0.58 0.65 17.9 4.9 49.6 0.7 13.4 1.36 38 22 9.88 463 4.09 65 26 2.6 3.18 40 13 2.02 0.04 1.22 0.077 67 0.328 91
H20 27819 140.1 Reduced (Transition/) Facies Lithic Arenite? 0.05 0.8 <0.1 <0.1 3.27 1.2 1.3 5.03 2.86 1.28 8.4 6.2 2.9 1.04 0.11 3.6 31.3 6.8 0.139 2.64 2.19 5.64 10.6 9.2 88.8 4.3 6.4 1.48 0.36 0.92 12.1 1.74 32 0.5 26 2.46 38 16 8.82 439 8.01 55 20 2.23 3.24 35 8 1.7 0.061 1.31 0.058 71 0.211 91
H211 27821 130.5 Oxidized Facies Lithic Arenite with fresh feldspar 0.11 1.4 <0.1 <0.1 5.58 2.2 3.1 2.25 1.16 1.1 11.7 3.9 2.2 0.45 0.12 4.1 24.8 9.4 0.168 3.23 2.6 6.41 12.4 7.3 114 4.8 4.6 1.54 0.39 0.46 7.34 1.81 53.8 0.6 10.8 0.98 36 16 11.1 602 1.9 44 21 2.06 3.8 29 15 1.91 0.022 1.59 0.06 80 0.215 64
H211 27822 229.4 Oxidized Facies Lithic Arenite with a pebble containing an altered selvage 0.14 1 <0.1 <0.1 3.59 1.4 1.3 2.44 1.19 1.02 8.6 4.7 2.6 0.45 0.08 3.8 30 6.3 0.182 3.58 2.88 7.33 14 9 95.1 4.4 5.6 1.48 0.4 0.53 14.3 4.07 44 0.5 10.3 1.03 31 20 9.3 464 2.95 56 20 1.92 3.31 35 10 1.42 0.027 1.45 0.06 60 0.223 79
H51 27805 38.5 Reduced (Transition?) Facies Lithic Arenite 0.38 1.7 0.2 <0.1 10.9 2.4 11.2 3.21 1.79 1.34 13.3 5.2 2.7 0.66 0.14 7.8 35.2 14.1 0.252 4.66 4.01 10.4 19.3 10.4 103 9.1 6.3 1.52 0.73 0.62 16.3 2.49 68.5 0.8 16 1.65 82 15 11.3 485 3.8 65 37 4.26 2.97 40 23 2.65 0.048 0.82 0.1 61 0.523 79
H51 27812 62.2 Reduced (Transition?) Facies Lithic Arenite 0.06 1.1 <0.1 <0.1 4.28 1.9 2.2 2.52 1.35 1.27 8 3.9 1.4 0.53 0.09 3 19 9.2 0.168 2.9 2.63 6.43 12.1 5.4 80.5 4 3.8 0.93 0.27 0.5 6.55 1.98 31.6 0.4 16.1 1.03 32 14 7.98 380 21.4 27 19 2.27 2.53 22 15 1.31 0.142 0.59 0.07 74 0.186 41
J2 27806 64.2 Transitional Facies Lithic Arenite with fresh feldspar 0.1 1.4 <0.1 <0.1 5.61 1.9 8 2.8 1.56 1.22 11.8 3.8 2.3 0.57 0.07 4.3 23.2 7.7 0.264 4.59 4.07 10.1 19 6.8 125 6.3 4.5 1.31 0.45 0.52 11.9 2.55 49 0.5 13.5 1.48 34 13 10.7 616 1.94 42 25 2.62 3.82 27 11 0.993 0.031 1.25 0.075 74 0.266 64
J2 27807 125.8 Reduced Facies Lithic Arenite 0.14 1.8 0.3 <0.1 8.38 2.4 3.9 2.98 1.6 1.23 13.2 5.1 2.5 0.59 0.08 6.4 33.9 11.4 0.228 4.16 3.55 9.32 17.3 10.1 111 8.6 6.2 1.54 0.6 0.58 16.9 4.09 56.6 0.7 14.5 1.42 50 22 11.2 520 1.89 65 32 3.79 3.18 41 17 1.47 0.043 0.98 0.089 69 0.43 74
J26 27804 59.9 Reduced? Facies Lithic Arenite with fresh feldspar 0.18 1.4 <0.1 <0.1 5.35 1.3 3.5 2.7 1.49 1.15 11.2 4.1 2.6 0.55 0.75 5.1 26.8 11 0.222 4.05 3.6 8.8 16.7 8 104 6 4.8 1.18 0.54 0.5 16 6.6 48.6 0.7 13.3 1.34 32 20 10.5 721 2.42 54 32 2.82 3.24 34 12 1.46 0.036 1.04 0.071 69 0.312 75
J26 27809 29.9 Transition Facies Lithic Arenite? 0.08 1.3 0.1 0.1 5.64 2 6.4 3.83 2.03 1.52 9.2 5.9 1.9 0.77 0.09 4.1 32.9 9.5 0.165 2.9 2.55 6.44 12.1 9.5 88.2 4.9 6.3 1.16 0.4 0.81 9.39 2.58 37 0.6 20.9 1.7 28 22 8.67 378 15.7 57 24 1.6 2.77 40 17 1.72 0.076 0.44 0.063 76 0.25 55
J26 27810 33.8 Oxidized Facies coarse grained Lithic Arenite 0.07 1.2 0.2 <0.1 6.04 1.7 3.2 2.08 1.08 1.37 11 3.9 1.9 0.4 0.1 3.9 29 7.8 0.205 3.51 3.15 7.88 14.7 8.7 103 5.6 5 1.26 0.36 0.41 11.6 2.27 62.1 0.5 9.1 0.99 30 16 9.93 1750 1.64 54 26 2.68 3.09 34 12 1.55 0.023 0.72 0.071 85 0.256 57
J6 27820 40.2 Oxidized Facies Lithic Arenite 0.13 1.1 0.1 0.1 6.33 1.8 3.6 4.2 2.2 1.68 11.1 6.1 2 0.75 0.11 4.6 31.5 9.1 0.191 3.28 2.89 7.18 13.5 9.1 97 5.6 6.3 1.66 0.41 0.73 10.2 3.68 69.1 0.7 18.4 1.9 33 11 10.1 528 6.53 54 26 2.57 3.08 35 14 1.64 0.052 0.7 0.074 77 0.305 60
J6 27827 58.3 Oxidized Facies Lithic Pebbly Arenite with fresh feldspar 0.05 1 <0.1 <0.1 5.06 1.4 15.2 1.76 0.92 0.88 10.6 3.1 1.4 0.35 0.1 3.8 19.7 7.5 0.178 3.12 2.79 6.83 12.9 5.8 96.4 5 3.5 1.05 0.32 0.35 12.1 1.42 53 0.6 9.3 0.84 28 15 11.1 580 1.86 60 30 3 3.18 34 13 1.72 0.033 0.63 0.089 80 0.304 58


	All Data

