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NORTHERN TERRITORY ENVIRONMENTAL
 LABORATORIES

REPORT CODE: NT20517

Methodology:
Analytical Method Technique Accuracy/ Detection Data

Analysis Precision +-% Limit Units
Au FACF AA240 10 1 ppb
Au_R1 FACF AA240 10 1 ppb
Ag G400M ICPMS 10 0.05 ppm
As G400M ICPMS 10 0.5 ppm
Co G400M ICPMS 10 0.05 ppm
Cu G400M ICPMS 10 0.2 ppm
Fe G400I ICPOES 10 20 ppm
Mn G400I ICPOES 10 1 ppm
Ni G400M ICPMS 10 0.2 ppm
P G400I ICPOES 10 20 ppm
Pb G400M ICPMS 10 0.2 ppm
U G400M ICPMS 10 0.01 ppm
Zn G400M ICPMS 10 0.5 ppm
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REPORT CODE: NT20517 Project: 15001 - 15016

Element: Au Au_R1 Ag As Co Cu Fe Mn Ni

Method: FACF FACF G400M G400M G400M G400M G400I G400I G400M

Units: ppb ppb ppm ppm ppm ppm ppm ppm ppm

Sample ID

15001 1 -- 0.10 77.0 2.05 24.0 7.34% 45 16.8

15002 1 -- 0.10 119 5.15 30.0 16.2% 191 29.0

15003 5 -- 0.25 251 19.6 255 22.5% 79 151

15004 1 <1 0.35 122 6.65 64.6 13.4% 483 20.6

15005 1 1 1.00 42.5 24.4 111 32.1% 424 54.4

15006 4 -- 0.20 155 11.0 79.4 24.4% 26 85.8

15007 3 -- 0.05 219 44.0 156 39.7% 1910 294

15008 <1 -- 0.10 30.5 1.85 21.2 2.39% 75 8.4

15009 <1 -- 0.20 29.0 3.20 27.2 4.54% 98 21.6

15010 3 -- 0.15 285 79.0 63.6 36.3% 291 771

15011 5 -- 0.10 541 92.3 87.2 37.2% 525 833

15012 3 -- <0.05 447 147 37.4 42.7% 3060 1190

15013 <1 -- <0.05 111 9.50 38.8 16.4% 156 30.4

15014 <1 -- 0.10 444 111 67.6 25.4% 3410 41.4

15015 <1 -- 0.10 58.5 8.45 29.4 6.19% 61 30.4

15016 <1 -- 0.10 14.0 9.65 31.8 5.18% 98 23.6
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REPORT CODE: NT20517 Project: 15001 - 15016

Element: P Pb U Zn

Method: G400I G400M G400M G400M

Units: ppm ppm ppm ppm

Sample ID

15001 420 4.8 2.80 32.5

15002 920 7.4 3.10 52.5

15003 1760 5.4 11.0 338

15004 140 10.8 3.22 70.0

15005 2120 8.4 2.38 222

15006 2480 14.0 8.26 294

15007 6320 10.8 10.2 885

15008 140 9.2 2.13 10.0

15009 460 8.0 1.77 50.0

15010 3400 49.6 13.0 1710

15011 4420 146 12.8 2420

15012 6000 92.4 11.1 3050

15013 300 22.8 3.82 25.0

15014 440 77.8 10.6 16.0

15015 320 3.8 2.14 60.0

15016 180 4.4 2.03 30.5
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