
ALS CODE DESCRIPTION

SAMPLE PREPARATION

LEV-01 Waste Disposal Levy
LOG-24 Pulp Login - Rcd w/o Barcode
FND-02 Find Sample for Addn Analysis

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

ME-OG62 ICP-AESOre Grade Elements - Four Acid

CERTIFICATE   PH10106380

This report is for 7 Rock Chip samples submitted to our lab in Perth, WA, Australia on 
6-AUG-2010.

Project: 925000.206
P.O. No.: per memo dated 5/8/10

The following have access to data associated with this certificate:
RUSSELL BIRRELL CRAIG HALL

REDBANK COPPER LTD
ATTN: RUSSELL BIRRELL
PO BOX 870
WEST PERTH WA 6872 
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Australian Laboratory Services Pty. Ltd.

32 Shand Street
Stafford
Brisbane QLD 4053 
Phone: +61 (7) 3243 7222    Fax: +61 (7) 3243 7218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Wayne Abbott, Operations Manager, Western Australia
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CERTIFICATE OF ANALYSIS    PH10106380 

Sample Description

Method
Analyte
Units
LOR 

ME-OG62 ME-OG62 ME-OG62 ME-OG62 ME-OG62 ME-OG62
Ag Co Cu Ni Pb Zn

ppm % % % % %
1 0.001 0.001 0.001 0.001 0.001

RRoc-12 8 0.042 0.330 0.011 0.092 0.056
RRoc-13 5 0.219 1.885 0.038 0.368 0.071
RRoc-14 9 0.196 4.15 0.036 0.361 0.053
RRoc-15 1 0.024 0.176 0.004 0.016 0.007
RRoc-16 <1 0.012 0.149 0.002 0.018 0.003

RRoc-17 2 0.075 0.539 0.014 0.251 0.218
RRoc-18 1 0.013 0.186 0.003 0.017 0.009
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