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ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

AuME-TL43 ICP-MS25g Trace Au + Multi Element PKG
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CERTIFICATE OF ANALYSIS    AD18142788 

Sample Description

Method
Analyte
Units
LOD 

WEI-21 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43

Recvd Wt. Au Ag Al As B Ba Be Bi Ca Cd Ce Co Cr Cs

kg ppm ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm

0.02 0.001 0.01 0.01 0.1 10 10 0.05 0.01 0.01 0.01 0.02 0.1 1 0.05

EAIHAM415S 0.15 <0.001 0.02 1.37 1.0 <10 60 1.60 0.14 0.11 0.04 119.5 5.6 15 3.95
EAIHAM538S 0.15 <0.001 0.03 1.47 1.1 <10 100 1.96 0.18 0.38 0.08 100.5 7.1 21 4.43
EAIHAM667S 0.14 <0.001 0.08 1.56 1.1 <10 80 2.05 0.49 0.18 1.25 105.5 6.6 17 5.72
EAIHAM678S 0.14 <0.001 0.07 1.86 1.2 <10 90 2.32 0.36 0.13 1.71 145.0 6.9 18 5.87
EAIHAM681S 0.16 <0.001 0.06 1.85 1.1 <10 80 2.30 0.66 0.14 1.21 124.5 7.4 18 7.01

EAIHAM708S 0.14 <0.001 0.08 1.54 1.0 <10 70 1.89 0.56 0.19 2.23 95.3 6.5 23 4.81
EAIHAM800S 0.19 <0.001 0.02 1.79 1.4 <10 70 2.32 0.26 0.11 2.51 102.5 6.8 20 6.62
EAIHAM801S 0.14 <0.001 0.04 1.87 1.2 <10 80 2.53 0.24 0.15 1.93 94.5 7.3 20 8.19
EAIHAM802S 0.18 <0.001 0.02 1.62 1.2 <10 70 2.01 0.31 0.14 2.29 107.0 8.0 19 5.81
EAIHAM804S 0.17 <0.001 0.03 1.98 1.4 <10 100 2.67 0.28 0.13 2.99 141.0 8.6 21 8.62
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Sample Description

Method
Analyte
Units
LOD 

AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43

Cu Fe Ga Ge Hf Hg In K La Li Mg Mn Mo Na Nb

ppm % ppm ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm

0.2 0.01 0.05 0.05 0.02 0.01 0.005 0.01 0.2 0.1 0.01 5 0.05 0.01 0.05

EAIHAM415S 13.0 2.15 6.41 0.12 0.03 0.02 0.047 0.41 52.4 18.0 0.24 351 0.54 0.02 1.26
EAIHAM538S 23.9 2.42 7.40 0.13 0.10 0.03 0.039 0.54 63.9 20.0 0.35 418 0.51 0.02 3.15
EAIHAM667S 21.8 2.74 8.50 0.11 0.08 0.03 0.968 0.55 46.4 19.8 0.27 496 0.48 0.02 2.81
EAIHAM678S 18.4 3.06 9.57 0.14 0.14 0.03 1.020 0.64 58.8 24.3 0.29 700 0.50 0.02 1.50
EAIHAM681S 22.8 3.11 9.59 0.14 0.08 0.03 2.13 0.66 60.2 24.4 0.30 628 0.58 0.02 1.76

EAIHAM708S 51.0 2.90 7.85 0.12 0.09 0.03 2.49 0.55 52.9 16.5 0.27 506 0.73 0.02 1.78
EAIHAM800S 13.5 2.72 8.73 0.11 0.04 0.01 0.096 0.51 43.9 25.1 0.29 331 0.57 0.02 1.18
EAIHAM801S 18.2 2.77 9.24 0.12 0.06 0.02 0.074 0.55 47.3 29.6 0.31 376 0.44 0.03 1.46
EAIHAM802S 12.1 2.46 7.74 0.10 0.04 0.03 0.070 0.46 45.6 20.6 0.27 511 0.44 0.02 0.99
EAIHAM804S 13.4 2.85 9.49 0.14 0.05 0.03 0.072 0.61 53.6 26.5 0.34 523 0.41 0.02 1.54
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Sample Description

Method
Analyte
Units
LOD 

AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43

Ni P Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th Ti

ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm %

0.2 10 0.2 0.1 0.001 0.01 0.05 0.1 0.2 0.2 0.2 0.01 0.01 0.2 0.005

EAIHAM415S 6.3 230 15.3 79.2 <0.001 0.03 0.05 5.6 0.2 4.1 11.8 <0.01 0.02 18.4 0.049
EAIHAM538S 8.9 240 14.6 93.7 <0.001 0.04 0.05 6.6 0.3 3.3 35.0 <0.01 0.02 21.7 0.050
EAIHAM667S 7.6 250 25.7 101.0 <0.001 0.04 0.05 7.0 0.3 15.9 20.1 <0.01 0.03 19.2 0.077
EAIHAM678S 7.5 390 39.6 109.0 <0.001 0.03 0.07 8.2 0.3 25.2 16.6 <0.01 0.03 31.0 0.092
EAIHAM681S 7.8 260 38.7 120.0 <0.001 0.03 0.05 8.3 0.3 18.9 17.1 <0.01 0.03 26.1 0.095

EAIHAM708S 9.5 230 37.1 93.9 <0.001 0.03 0.06 6.4 0.2 21.7 20.4 <0.01 0.08 20.9 0.064
EAIHAM800S 7.4 160 16.3 101.5 <0.001 0.03 0.06 7.6 0.3 5.1 12.7 <0.01 0.03 16.8 0.069
EAIHAM801S 8.0 120 15.5 114.5 <0.001 0.03 0.05 7.8 0.3 6.2 17.6 <0.01 0.03 18.2 0.072
EAIHAM802S 7.3 390 16.0 88.3 <0.001 0.03 0.07 6.8 0.2 3.9 13.4 <0.01 0.02 14.5 0.057
EAIHAM804S 8.5 200 18.5 116.5 <0.001 0.03 0.07 8.3 0.3 5.0 14.0 <0.01 0.03 20.0 0.075
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CERTIFICATE OF ANALYSIS    AD18142788 

Sample Description

Method
Analyte
Units
LOD 

AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43 AuME-TL43

Tl U V W Y Zn Zr

ppm ppm ppm ppm ppm ppm ppm

0.02 0.05 1 0.05 0.05 2 0.5

EAIHAM415S 0.50 4.35 28 0.16 29.4 53 0.8
EAIHAM538S 0.58 3.45 34 0.15 37.7 63 3.1
EAIHAM667S 0.65 3.15 33 0.32 28.3 226 2.6
EAIHAM678S 0.70 3.40 36 0.19 31.8 285 5.6
EAIHAM681S 0.76 3.44 36 0.19 31.7 268 3.1

EAIHAM708S 0.61 2.30 34 0.17 25.9 299 3.3
EAIHAM800S 0.66 5.95 39 0.11 32.7 497 1.2
EAIHAM801S 0.74 7.32 38 0.14 31.0 321 1.7
EAIHAM802S 0.53 4.29 36 0.13 33.4 388 1.1
EAIHAM804S 0.71 4.59 39 0.11 40.7 445 1.4

***** See Appendix Page for comments regarding this certificate *****
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CERTIFICATE COMMENTS

LABORATORY ADDRESSES
Processed at ALS Perth located at 31 Denninup Way, Malaga, Australia. Processed at ALS Perth Sample Preparation at 79 Distinction Road, 
Wangara, WA, Australia
AuME-TL43Applies to Method:

Processed at ALS Adelaide located at Unit 1, 1 Burma Road, Pooraka, Adelaide, SA, Australia.
LEV-01Applies to Method: LOG-22 WEI-21
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