
Client: Pacifico Minerals

Test Type: Acid Bottle Roll (72h) Leach Test

WM179636      8               360

0794BH/204639       191017

METHOD Li Borate fusion - XRF analysis

LDETECTION

UDETECTION Test/ Sample Description

UNITS

0794BH/128605 Composite A - Acid Leach Bottle Roll Test - Final Residue

0794BH/128606 Composite B - Acid Leach Bottle Roll Test - Final Residue

*REP-0794BH/128605

*STD-GBM910-7

*BLK-BLANK

*REP-0794BH/128605

*STD-REE-1

*BLK-BLANK

"X" denotes below detection limit



Al As Ba Bi Ca Ce Cl Co Cr

XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S

0.01 0.01 0.01 0.01 0.01 0.01 0.005 0.01 0.01

100 10 100 10 100 20 100 100 100

% % % % % % % % %

6.27 X 0.03 X X X X X X

6.16 X 0.09 X X X X X X

- - - - - - - - -

- - - - - - - - -

- - - - - - - - -

6.25 X 0.04 X 0.01 X X X X

3.59 0.01 0.01 X 2.3 0.41 X 0.01 0.03

X X X X X X X X X

INTERIM DRAFT ANALYTICAL DATA
24/10/17



Cu Eu Fe Gd Hf K La Mg Mn

XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S

0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.01

100 100 100 100 20 100 100 100 100

% % % % % % % % %

0.07 X 0.59 X X 6.17 X 1.96 X

0.08 X 1.00 X X 6.48 X 2.06 0.13

- - - - - - - - -

- - - - - - - - -

- - - - - - - - -

0.07 X 0.6 X X 6.18 X 1.97 X

0.01 X 4.17 0.04 0.05 3.13 0.17 0.9 0.17

X X X X X X X X X



Mo Na Nb Nd Ni P Pb Pr Rb

XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S

0.01 0.01 0.01 0.01 0.01 0.005 0.01 0.01 0.01

100 100 100 100 100 100 100 100 18

% % % % % % % % %

X X 0.01 X X 0.008 X X X

X X 0.01 X X 0.011 X X X

- - - - - - - - -

- - - - - - - - -

- - - - - - - - -

X X 0.01 X X 0.008 X X X

X 1.47 0.41 0.15 0.01 0.026 0.12 0.05 0.11

X X X X X X X X X



S Sb Si Sm Sn Sr Ta Th Ti

XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S

0.005 0.01 0.01 0.01 0.01 0.01 0.01 0.005 0.01

100 100 100 100 100 100 100 100 100

% % % % % % % % %

0.012 X 33.7 X X X X X 0.2

0.018 X 33.4 X X X X X 0.21

- - - - - - - - -

- - - - - - - - -

- - - - - - - - -

0.013 X 33.7 X X X X X 0.19

0.029 X 31.4 0.04 0.04 0.01 0.03 0.079 0.39

X X X X X X X X X



U V W Y Zn Zr CN_Cu SUL_Cu TOT_Cu

XRF78S XRF78S XRF78S XRF78S XRF78S XRF78S SQL84V SQL84V SQL84V

0.005 0.01 0.01 0.01 0.01 0.01 2 10 2

100 100 100 100 100 100 10000 10000 50000

% % % % % % PPM PPM PPM

X X X X X X 30 470 121

X X X X X X 38 370 279

- - - - - - 26 480 124

- - - - - - 1760 1770 1440

- - - - - - 4 X 2

X X X X X X - - -

0.017 X 0.04 0.56 0.2 1.93 - - -

X X X X X X - - -


