
 Cementing Qa/Qc Density Report

 Well  Amungee-3H

 Field  Beetaloo Basing

 Engineer  Quy Huynh

 Country  Australia

 Client  Tamboran

 SIR No.  A.1047375.02.03

 Job Type  Intermediate casing job

 Job Date  1-Oct-23
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 Cement Slurry - 10/01/2023 04:25:19 to 10/01/2023 04:34:59

 Desired slurry density  15.8 LB/G

 Tolerance +/-  0.2 LB/G

 Actual average density  15.8 LB/G

 Percent of slurry within tolerance  70.1 %


