
 Cementing Qa/Qc Density Report

 Well  Amungee 3H

 Field  Beetaloo Basin

 Engineer  Darcy Raine

 Country  Australia

 Client  Tamboran Resources

 SIR No.

 Job Type  Surface Casing

 Job Date  30.September.2023
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 Lead Slurry - 09/28/2023 06:09:20 to 09/28/2023 06:29:40

 Desired slurry density  12.5 LB/G

 Tolerance +/-  0.2 LB/G

 Actual average density  12.5 LB/G

 Percent of slurry within tolerance  97.2 %
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 Tail Slurry - 09/28/2023 06:34:00 to 09/28/2023 07:01:00

 Desired slurry density  15.8 LB/G

 Tolerance +/-  0.2 LB/G

 Actual average density  15.7 LB/G

 Percent of slurry within tolerance  80.3 %


